SUMMARY OF LABORATORY TEST RESULTS

UNIT COMPRESSIV Project: Ft. Knox Base Housing; Anderson Golf Course
SAMPLE WEIGHT E AT[FSEI_ESRG Project Number: 03-7590-0000
(PCF) STRENGTH Date: May, 2003
. - - Unified Fines
Borin Type Depth Na_tural Wet Dry L'.qu.'d Plasticity Soil Conten . A
g No. . (fo) Moisture cF) | (Pch) TSF Limit Index Classificatio t Soil Description
0, 0, 0,

No. (%) (%) (%) n (%)

B-1 3 SS 6’-7.5 30.1 Clay, Slightly Silty, Reddish-Brown, with Gray Lenses

B-2 Us-1 ST 6.5’ 24.2 126.5 101.8 15 Clay, Slightly Silty, Reddish-Brown

B-2 us-1 ST 7.00 275 122.9 96.4 1.6 Clay, Silty, Reddish-Brown

B-4 4 SS 8.5’-10° 23.7 Clay, Slightly Silty, Light Brown

B-7 2 SS 3.5-5 22.4 Clay, Slightly Silty, Reddish-Brown

B-9 5 ss 11215 219 Clay, Silty, Reddish-Brown

B-9 uUs-1 ST 3.2 24.6 123.3 99.0 0.8 Clay, Slightly Silty, Reddish-Brown

B-12 3 ss 6.8 254 63 36 CH Clay, Slightly Silty, Reddish-Brown and Tan, with
Nodules

B-12 US-1 ST 73 28.2 1226 95.6 16 Clay, Slightly Silty, Reddish-Brown and Tan, with
Nodules

B-12a | us1 ST 6.8’ 254 18 Clay, Slightly Silty, Reddish-Brown and Tan, with

Nodules

B13 | 6 ss 1iS5 - 386 Clay, Silty, Light Brown

B-17 2 SS 3.5-5 30.3 Clay, Slightly Silty, Brown

B-18 uUs-1 ST 3.2 23.6 128.4 103.9 11 Silt, Slightly Clayey, Brown

B-20 1 SS 1'-2.5 33.9 Clay, Slightly Silty, Reddish-Brown

B-20 uUs-1 ST 4.0’ 34.2 1185 88.3 11 Silt, Slightly Clayey, Brown

B-20 Us-1 ST 45 41.2 114.9 81.4 13 Clay, Slightly Silty, Reddish-Brown

B-24 Us-1 ST 3.5 25.3 125.7 100.3 1.9 Clay, Slightly Silty, Reddish-Brown

* SS-SPLIT SPOON SAMPLE,

* ST — Shelby Tube
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B-21 Us-1 ST 7.00 18.3 131.4 111.1 13 Silt, Clayey, Slightly Sandy, Reddish-Brown
B-22 2 SS 3.3 20.4 43 23 CL Clay, Slightly Silty, Reddish-Brown, with Rock
B-22 Us-1 ST 3.3 20.4 131.7 109.3 2.6 Clay, Slightly Silty, Reddish-Brown, with Rock
B23 | 6 ss 1i55 203 | 188.04 | 14739 Clay, Slightly Silty, Reddish Brown
B-25 3 SS 3.3 20.4 75 44 CH Clay, Silty, Brown
B-25 US-1 ST 4.8 23.8 125.4 101.3 11 Clay, Slightly Silty, Brown
B-25a | US-1 ST 5.3 26.6 1244 98.2 21 Clay, Slightly Silty, Reddish-Brown
B-26 3 SS 6’-7.5’ 23.8 Clay, Slightly Silty, Reddish Brown, with Rock
B-26 US-1 ST 32 18.0 128.7 109.1 24 Clay, Slightly Silty, Reddish-Brown, with Rock
Fragments
B-27 us-1 ST 6.5’ 31.8 118.9 90.2 0.8 Silt, Slightly Clayey, Dark Gray, Soft, Moist
B-29 us-1 ST 3.3 30.1 119.8 92.0 15 Clay, Slightly Silty, Reddish-Brown, Mottled Tan
B-30 us-1 ST 6.2’ 345 1145 85.1 0.6 Clay, Slightly Silty, Reddish-Brown and Tan, with Rock
B32 | 5 ss 11215 383 Clay, Silty, Sandy, Tan
B-32 us-1 ST 6.25’ 27.6 123.6 96.8 2.8 Clay, Slightly Silty, Reddish-Brown Mottled Tan
B-33 us-1 ST 6.5’ 25.9 124.4 98.7 2.5 Clay, Slightly Silty, Reddish-Brown, with Gravel and Silt
B-33 5 SS 11215 16.1 Clay, Silty, Brown, with Rock Fragments
B-34 Us-1 ST 3.5 23.0 123.0 100.0 1.6 Silt, Slightly Clayey, Brown to Gray
B-35 3 SS 6’-7.5’ 27.3 Clay, Silty, Trace Sand, Red
B-35 6 SS 1i55 32.0 Clay, Silty, Tan

* SS-SPLIT SPOON SAMPLE,

* ST — Shelby Tube

Amendment 4
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B-37 1 SS 1-2.5 23.3 Clay, Silty, Brown
B-37 4 SS 8.5’-10’ 234 Clay, Silty, Brown, with Black Nodules
B-37 Us-1 ST 3.5 20.5 131.7 109.2 1.7 Clay, Slightly Silty, Reddish-Brown Mottled Tan
B-39 2 SS 3.5-5 21.6 Clay, Silty, Brown
B39 | 6 ss | B 17.9 Weathered Shale, Tan
B-40 1 SS 1'-2.5 16.7 29 NP Clay, Silty, Reddish-Brown
B-40 2 SS 6'-7.5’ 25.8 32 8 Silt, Slightly Clayey, Brown
B-40 3 SS 8.5’-10° 234 32 9 Silt, Slightly Clayey, Brown
B40 | 4 ss 11215 217 35 13 Clay, Slightly Silty, Brown, Mottled Tan
B-40 5 SS 131);55," 18.4 37 17 Clay, Slightly Silty, Reddish-Brown, Mottled Tan
B-40 Us-1 ST 5.0" 275 121.0 94.9 2.0 35 9 Silt, Slightly Clayey, Dark Brown
B-41 3 SS 6’-7.5’ 30.7 Clay, Slightly Silty, Reddish-Brown, with Rock
B4l | 5 ss 11215 28.7 Clay, Slightly Silty, Reddish-Brown, with Rock
B-42 1 SS 1-2.5 19.8 Clay, Silty, Brown
B-43 Us-1 ST 7.00 235 125.1 101.4 14 36 NP Silt, Slightly Clayey, Light Brown
B-44 1 SS 1'-2.5 241 Clay, Silty, Yellowish-Brown
B-44 3 SS 6'-7.5’ 24.8 Clay, Slightly Silty, Reddish-Brown
B-45 us-1 ST 7.0’ 19.6 130.7 109.2 2.2 Clay, Slightly Silty, Brown Mottled Gray, with Rock

* SS-SPLIT SPOON SAMPLE,

* ST — Shelby Tube

Amendment 4
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Project: Ft. Knox Base Housing; Anderson Golf Course

SAMPLE WEIGHT E AT[FSEI_ESRG Project Number: 03-7590-0000
(PCF) STRENGTH Date: May, 2003
. - - Unified Fines

Borin Type Depth Na_tural Wet Dry L'.qu.'d Plasticity Soil Conten . A

g No. . (fo) Moisture cF) | (Pch) TSF Limit Index Classificatio t Soil Description

0, 0, 0,

No. (%) (%) (%) n (%)
B-46 2 SS 3.5-5 21.4 Clay, Slightly Silty, Reddish-Brown
B-48 2 SS 43 30.1 122.8 94.4 2.0 70 39 CH Clay, Slightly Silty, Reddish-Brown
B-48 3 ss 6-7.5" 37.8 Clay, Slightly Silty, Dark Reddish-Brown, with Rock

Fragments

* SS-SPLIT SPOON SAMPLE,

* ST — Shelby Tube

Amendment 4
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Modifie Project: Ft. Knox Base Housing; Anderson Golf

Borin SAMPLE Pro(tj:tor l\;?ggf:j Soil o AT irs vamied | ines | project Number: 05.7590.0000

NgO. Opt:nmu MaxDi'rT;/um ge;r'sg"é'g COﬁtem T CBR™ | Classificatio t Dato: May, 297

No. Ty*pe fof)th Moisture | Density makg Liqmit Index ! " o) Soil Description
(%) (%) (%)

B-2 B 1-5 18.0 108.4 69 43 14 CH 87 Clay, Silty, Reddish-Brown

B-6 B 1-5 12.3 115.9 20,400 18.4 35 15 125 CL 81 Clay, Brown

B-19 B 1-5 14.6 114.3 5,710 ND 29 9 6.0 CL 83 Clay, Silty, Brown

B-19 B 5-10 13.9 117.2 35 16 8.9 CL 82 Clay, Silty, Gray and Brown

B-23 B 1-5 8,500 16.1 Clay, Silty, Brown

B-25 B 1-5 131 119.6 35 18 9.7 CL 73 Clay, Silty, Reddish-Brown

B-29 B 2-5 8,600 ND Clay, Slightly Silty, Reddish-Brown
B-35 B 10-15 47,800 ND Clay, Silty, Grayish-Brown

*SS-SPLIT SPOON SAMPLE; B - Bucket Sample
ND - Not Detected
**CBR - California Bearing Ratio at 95% of Modified Proctor Maximum Dry Density and Optimum Moisture Content
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